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Item Title Detail

1 Other important observations At 0830 I went on a Fabrication Shop Walkthrough, I observed the 

following:

77m Mockup: ZPMC has begun beveling the edges of the diaphragm.  At 

the time of the walkthrough only one section of the diaphragm had been 

beveled.  No work was being performed on the skin plates or stiffeners.

89m Mockup: The small internal stiffeners were being welded onto Skin 

“C”.  Welders were finishing tack welding the doubler plate onto skin “E”.  

The surface of Skin “A” was being cleaned due to oxidation that occurred 

over the weekend.  I observed the doubler plate being moved into place on 

skin “A”.  

114m Mockup:  The upper section of the 114m mock up was being moved 

in accordance with the fabrication procedure into the jig for welding.  The 

welders on the lower section were setting up the SAW machine and 

verifying parameters in preparation of welding skin “A” to skin “B”.  No 

work was being performed on the interior splice plates.
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